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Gas Distribution Miles of Main

Data 2000 2001 2002 2003 2004 2005 2006
CY 07 
Annual 

as of
5‐20‐08

Report 
Filing Not 
Completed

Total Mi of 
Main
(All 

Materials)

1,050,802 1,101,485 1,136,469 1,107,549 1,155,349 1,159,185 1,179,597 1,189,708

Total Mi of 444 197 498 869 515 686 507 827 546  450 560 121 581 906 597 736
Plastic 
Main

444,197 498,869 515,686 507,827 546, 450 560,121 581,906 597,736

Plastic
PVC

21,636 23,512 19,826 34,722 37,869 28,613 16,607 22,268
( .2% )( )

Plastic
PE

419,280 472,424 493,008 469,775 503,787 528,793 561,978 572,692
( .48% )

Plastic 3 281 2 933 2 852 3 330 4 795 2 715 3 321 2 776Plastic
ABS

3,281 2,933 2,852 3,330 4,795 2,715 3,321 2,776
( .002%)
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700,000

Gas Distribution System Miles of Plastic Main by Material

PHMSA Pipeline Safety - Data as of 05.20.2008
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P P D C
Plastic Pipe Data Collection &Plastic Pipe Data Collection & 

Sharing Initiative
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Plastic Pipe Data Collection & 
Sharing Initiative (PPDC)Sharing Initiative (PPDC)

• Large amount of failures identified as “other”
• Whether for DIMP or PPDC, large numbers of 

“others” opens us up to review and negativeothers  opens us up to review and negative 
comments

• Try to categorize in one of the more specificTry to categorize in one of the more specific 
categories
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Plastic Pipe Data Collection & 
Sharing Initiative (PPDC)Sharing Initiative (PPDC)

Company Material
Designation

From To Size Range Comments

Georg Fisher 
Central Plastics

Produced molded fittings for 
pipe producers

PE 2406 ?? Present 1” IPS – 12” IPS Solid Yellow
PE 3408 ?? Present 1” IPS 12” IPS Solid BlackPE 3408 ?? Present 1  IPS – 12  IPS Solid Black

CP Chemical Another name for Performance 
PipePipe

Continental Industries
PE 2406 1995 Present ½” CTS 2” IPS Stab type couplings Solid 

10

PE 2406 1995 Present ½  CTS – 2  IPS Stab-type couplings – Solid 
Yellow
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