Appendix Al1.7.2
Batam Weld 3 Macros
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W3 Section 1-238
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W3 Section 2-376, 380
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W3 Section 3-426, 432

5mm10 15 20
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W3 Section 4-722,732,738 et
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W3 Section 4-746, 750, 760
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W3 Section 4-764, 770, 778

W3 Section 5-1023, 1045, 1049




W3 Section 6-1355, 1375, 1415

W3 Section 7-1605, 1655
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W3 Section 7-1675, 1715, 1780

W3 Section 8-1865, 1895
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W3 Section 8-1905, 1930
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